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Sample Name Steel Wire Rope For Lifts
A AR To e iE AN 2 FR A
Client Company Wuxi Universal Steel Rope Co.,Ltd.
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Test Category Commission Test
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Sinosteel Zhengzhou Steel Wige Product Kesearch Institute Co., Ltd

China National Quality Supervision and Inspectlon Center for Metal Products
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Sinosteel Zhengzhou Steel Wire Products Research Institute Co., Ltd
China National Quality Supervision and Inspection Center for Metal Products

B & Test Report
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L T4 AR A IR A
company Wauxi Universal Steel Rope Co.,Ltd.
Hep= A i+ T EANAERRAF
Manufacturer Wuxi Universal Steel Rope Co.,Ltd.
44 ERZERGT
FEEBER %ﬁgﬁﬁ nLR . Sample Commission JC(01)220221103
Sample Name Steel wire rope for lifts Number
S iR 10 8x19S+CSC 1570 UsZ (10 8x19S+8x7+PP 1570 U sZ)
Type & Size (10 8x19S+IWRF 1570 U'sZ)
Q::;I:i 1Pcs Sample Batch Number e
I BT R T B AL
Representative e S le Ch P— .
Quantity ample Characteristic No visible defects
&= & »‘}‘!]
RIE5] ZHEA ZFEHM 21/02/2022
Test Category Commission test Commission Date
A T 5 UATIN
Client Jiaxin Ding Witness -
RO RASEREH
Rece%egm]%ate 23/02/2022 Test Completion Date 2510212022
ik .
Test Standard | 1150 4344-2004;2.ISO 3108-2017.
HemgEs | 11SO4344-2004 (RBEFINLE BIRER); 2FFEX.
Evaluation 1.ISO 4344-2004 Steel wire ropes for lifts-Minimum requirement;
Standard 2.Customer requirements.
R E T E WA 2 7T
Test Items See page 2 for test items
AR S TR E #F & 1SO 43442004 e BB P ER N =
Ry 7 The results of items entrusted by the client conform to the st
Conj;‘;lsltsion the customer requirements.
EREM: ¢/
Date of Issue
LAFREAZ: 0.65mm. 0.38mm, X{RAFRIEE 1570MPa. 1570MPa;
. 2N BB I PAT R E R, HARAT 1SO 4344-2004
Remarks 1.Nominal wire diameter: 0.65mm. 0.38mm, corresponding to nominal strength 1570
MPa. 1570 MPa;2 Breaking force of steel wire rope executes the customer requirement,
the remaining items execute ISO 4344-2004.
. 1R " |
ik - —t- B FH: i
Authorized Signatory: Reviewer: Inspector:
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Sinosteel Zhengzhou Steel Wire Products Research Institute Co., Ltd
China National Quality Supervision and Inspection Center for Metal Products
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s R E Ber KRR .
) . Technology Evaluation
No. Inspection Items Units . Test results
requirements Result
p v =2 il G
1 No load mm <10.30 10.26 Qualified
MR ER] SR NEEE 2%
D' t _ =
2 15;“{:3 elf 5% of ‘mlnlmum mm >10.00 10.20 Qualified
ol stee breaking force
WII€ 10p€ 10%%4\&%&7&, ,A.*%
3 10% of minimum mm >9.90 10.14 Qu';'liﬁe a
breaking force
224 A
4 AT % <3 0.4 il
Ovality of steel wire rope Qualified
NLRTHERME A% b
. . = ’
5 Average diameter deviation of steel % 2 0.1 Qualified
wire rope
il GLis
6 ety mm <67.50 66.02 Oualified
T R CXi
7 kN >55. 63.6 .
Breaking force of steel wire rope =559 Qualified

(L F=R|D
(Blank below
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Notes
LIRELEE. B MRE RN ERE" T

The report is invalid without "special seal for test" on the cover, the first page and the perforation.
2. REPHMENTEFRE CEEEHIERIN.
This report shall not be copied except in full, without the written approval of our laboratory.
3.kEL TR, HZMAUEANZEFZTR.
This report 1s invalid without the signatures of inspector, reviewer and approver.
4. A RETERL -
This report is invalid if altered.
SXMHEER AN, MTREREZHETLH AN RANBARE, SRR
1, BN TAT R 45 5 .
If there is any objection to the test report, it shall be submitted to the test unit within 15 days
from the date of receiving the report. If no objection is raised within the time limit, it shall be
deemed that the test result is recognized.
6. —RIEIL, ZABA IR RAE A e
In general, commission test is only responsible for the sample.
TASIREEE 1 TARET S R R R, AR AN .
In the first page of the test report, the information marked with * items provided by the client,
the test organization don't take responsibility for confirmation.
8 A PRI AL b S L AE BRI AR B+ T H WAL, T8N SR 3 AR LA L A 2
The remaining samples must be collected within 15 days after receiving the test report. If not,

they will be handled according to the regulations of the agency.

Hohik: o E R A TR LT R XA KE 70 5

Address: No.70 Science Road, Zhengzhou High & New Technology Industries Development Zone,
Henan, China

HLIE( Tel): (0371)67611405 67998209 {5 E(Fax): (0371)67998210

E-mail: jszpjc@163.com MR EL4mAS (Postcode): 450001

NN



